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ABSTRACT 

 We report on wavelength-division-multiplexing (WDM) based on lithographically-fabricated slab-
waveguide-contained planar holographic Bragg reflectors (HBRs). Partial HBR diffractive contour writing 
and contour displacement are successfully demonstrated to enable precise bandpass engineering of 
multiplexer transfer functions and make possible compact-footprint devices based on hologram overlay. 
Four and eight channel multiplexers with channel spacings of ~ 50 and ~100 GHz, improved sidelobe 
suppression and flat-top passbands are demonstrated. When a second-order apodization effect, comprising 
effective waveguide refractive index variation with written contour fraction, and the impact of hologram 
overlap on the hologram reflective amplitude are included in the simulation, excellent agreement between 
predicted and observed spectral passband profiles is obtained.  With demonstrated simulation capability, 
the ability to fabricate general desired passband profiles becomes tractable.    
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1. INTRODUCTION 

  
 Planar holographic Bragg reflectors (HBRs) [1-4] are two-dimensional lithographically-scribed 
volume holograms contained within a planar slab waveguide. In the slab waveguide, optical signals are free 
to propagate without constraints in two dimensions – a geometry that enables 2D Bragg structures to 
provide powerful spectral and spatial holographic functions. A single HBR can simultaneously spatially 
image an input signal to an output port (or from one point within an integrated photonic circuit to another) 
while at the same time providing spectral filtering of the signal. Unlike fiber and channel-waveguide 
gratings, where separation of the counter-propagating input and output signals typically requires additional 
elements, planar HBRs provide spatially distinct and thus easily accessed outputs. HBRs constitute the 
building blocks of unique integrated photonic circuits that operate entirely without wire-analog channel 
waveguides, being based on HBR-mediated signal transport where signals freely overlap as they are 
imaged from active element to active element. The HBR approach marries the power of free-space optics 
and volume holography with a fully integrated environment. The powerful volume-holographic function 
provided by HBR structures provides, via computer-generated complex-shaped diffractive contours, fully-
optimized spatial mapping of an arbitrary complex input field wavefront to an output field mode tailored to 
match the chosen output means. This broad in-plane spatial wavefront transformation capability contrasts 
with previously discussed 2D distributed Bragg reflectors intended for out-of-plane applications such as 
laser feedback and outcoupling  [5-7] and free-space to slab-waveguide beam coupling [8,9].  HBR spatial 
wavefront transformation, due to its holographic nature, is generally more powerful than that provided by 
simple conic section DBRs [10], whose focusing power degrades when input and output optics deviate 
from the point source limit.   
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Recently [3], we demonstrated that photolithographic fabrication of HBRs in silica-on-silicon allows 
the highly accurate placement of constituent diffractive contours as evidenced by fabrication of fully 
coherent centimeter-scale planar holographic structures. Additionally, a robust and fabrication-friendly 
method to control the reflective amplitude of diffractive element contours via partial writing of the latter 
was presented [4]. Together, precise feature placement and partial contour writing provide control over the 
phase and amplitude of diffractive elements on an individual line basis. This is enabling to 2D Bragg 
reflector design for two reasons. Spectrally, it offers a pathway to unprecedented precision and flexibility in 
the design of HBR transfer functions via the tailoring of the diffractive element arrangement. Spatially, 
partial contour writing and displacement allows the overlay of several planar holograms on the same 
substrate – thus making it possible to design high-resolution (de)multiplexing devices for multi-wavelength 
signals with very compact footprint. In the present paper, we demonstrate, for the first time, the application 
of these concepts to the spectral (bandpass) and spatial engineering of multiplexing devices based on 
holographic Bragg reflectors. We furthermore identify an important coupling between partial contour 
writing and the effective waveguide index that must be accounted for when using amplitude apodization 
based on fractional contour writing.  

 
2. RESULTS AND DISCUSSION 

 
Figure 1 is a schematic of a simple four-channel HBR device fabricated to explore the general 

potential of the HBR approach for spectral multiplexing and to characterize basic device performance. The 
top view of Figure 1a illustrates the device operational principle.  An input signal is coupled into the planar 
device via an input channel waveguide (IN) from whose endpoint the input beam expands into a slab 
region. Through interaction with the multiplexer sections in the slab region the input signal is spectrally 
filtered and spatially directed to one of the four wavelength-specific outputs. The HBR multiplexer consists 
of four stacked, 5-mm-long holographic Bragg gratings whose vacuum resonance wavelengths, λ1 through 
λ4, increase with distance from the input port in increments of ~0.35 nm, corresponding to about 50 GHz. 
The precise multiplexer channel spacings and center wavelengths depend on the core thickness and 
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Figure 1. Four-channel wavelength-division multiplexer based on planar holographic Bragg reflectors. 1a, Cross-
sectional view; 1b, Top view. 
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refractive index of the specific waveguide in which the device is lithographically realized. Consistent with 
our objective to first examine basic device operation and performance no apodization was applied to the 
grating sections in this initial design. The multiplexer’s wavelength-to-output port assignment follows the 
layout shown in Figure 1a. The HBR diffractive contours, represented in Figure 1a by thin solid lines, can 
be designed individually to match the back-diffracted input field to the output port. For the devices 
described here, the diffractive contours were not optimized to provide maximal output coupling. In these 
early stage devices, contours are configured as circular arcs concentric about the point midway between the 
end of the input channel waveguide and the beginning of the corresponding output channel waveguide. 
Fully optimized holographic contours will improve input-output coupling by more effectively coupling to 
the mode of the output waveguide.  

Figure 1b is a partial device cross section. The multiplexers discussed here are based on silica-on-
silicon slab waveguides that consist of a central silica core with thickness d = 2 µm or 4 µm and bilateral 
15-µm-thick cladding layers. For all the devices, the waveguide core exhibits a + 0.8 % index contrast with 
respect to its claddings. Also depicted at the upper core-cladding interface are cross-sections of 
representative lithographically-scribed grating diffractive contours. The diffractive contours, with depth 
~450 nm, for all devices, consist of trenches etched into the core and filled with cladding material. All 
gratings operate in first order with a contour spacing, Λ, of about 500 nm, i.e. one half of the in-medium 
wavelength of resonant light. In the schematic cross-section of Figure 1b light enters the device from the 
left side and is coherently backscattered to the left by the diffractive elements. 

The multiplexer’s input-output channel waveguide manifold (Figure 1a) exhibits an interchannel 
spacing of 30 µm at the input side to the HBR slab region. Here, all waveguides have a design width of 
12.7 µm, adiabatically increased from 6 µm at the die edge via a 1 mm-long taper. The output waveguides 
are angled with respect to the input waveguide. The angle of a given output waveguide is given by 
0.1575°/(30 µm) × l, where l is the distance (in microns) between the end point of the input guide and the 
given output guide. The radius of the HBR’s diffractive arc closest to the center of curvature is 3.5 mm. All 
devices discussed here occupy die areas of only about 1.7 cm2 including access channel waveguides. All 
multiplexers reported on in this paper were fabricated from a laser-written reticle employing a DUV optical 
stepper and standard etching, deposition, and annealing processes. 

Figure 2a depicts the designed spectral transfer functions of the four multiplexer channels (band pass 
profiles). The transfer functions are calculated from the spatial design data using an extensive Fresnel-
Huygens diffraction calculation and assuming weak overall device reflectivity. The relatively high adjacent 
side lobes in the design spectral transfer functions are a direct consequence of the fact that this initial 
multiplexer design employs grating structures that are unapodized. The adjacent sidelobe suppression seen 
is essentially dictated by Fourier transform theory. For comparison, the transform-limited sidelobe 
suppression provided by a uniform grating is shown by the two bars on the right side of Figure 2a. In 
multiplexer designs discussed below, grating apodization is demonstrated to significantly improve sidelobe 
suppression. Figure 2b shows the measured spectral transfer functions of the four multiplexer output 
channels of the fabricated multiplexer for TE-polarized input light. The device was realized in a slab 
waveguide with d = 4 µm. The results shown in Figure 2b comprise the first successful implementation of a 
photolithographically-written HBR-based device for spectral multiplexing and indicates an excellent 
coherent realization of the design structure. The average insertion loss, measured through coupled fibers, 
was found to be about -3 dB which implies a HBR insertion loss of about -2 dB. Measured channel 
bandpass functions are broadened and adjacent sidelobes are stronger than seen in the simulation – as 
expected at the achieved reflectivity levels. The longer wavelength channels (λ2 - λ4) are seen to exhibit 
passband shapes slightly different from the λ1-channel. These are believed to arise from input depletion 
caused by signal travel through spatially preceding and partially resonant grating structures. Grating 
designs incorporating appropriate apodization acting to remove sidelobes of preceding gratings that are 
spectrally coincident with primary bandpasses of subsequent ones are expected to provide mitigation of this 
effect.   

An inherent advantage of the HBR technology is its capability to address multiplexing needs in a broad 
range of networks, including those based on hyperfine, dense, and coarse WDM. Specifically, the approach 
provides for both the ability to implement almost arbitrary channel spacings (both uniform and non-
uniform) as well as channel passbands that may be tailored to a very high degree. To demonstrate these 
properties we have fabricated an eight-channel HBR multiplexer with a channel spacing about twice that of 
the previous device (i.e., about 100 GHz) wherein channel transfer functions are designed to exhibit   
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Figure 2. Four-channel multiplexer spectral throughput. 2a, simulated throughput; 2b, Measured response (for TE-
polarization). The arrow indicates the transform-limited sidelobe suppression provided by a uniform (unapodized) 
1D grating.  

 

Figure 3. 3a, Schematic top view of  eight-channel HBR-based multiplexer; 3b, Apodization profiles for odd (λ1) 
and even (λ2) multiplexer channels.   
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Figure 4. Eight-channel multiplexer spectral throughput (core thickness d = 4 µm). 4a, Multiplexer design spectral 
transfer function, simulated with constant refractive index; 4b, Measured spectral response (for TE-polarization). 
 

 

improved adjacent sidelobe suppression compared to Figure 2. The device layout is shown in Figure 3a.  
The multiplexer consists of eight stacked, 2.5-mm-long apodized holographic Bragg gratings. Again, 

the individual channel-gratings were spatially ordered so that their resonance wavelength increased with 
distance from the device input side. For the 8-channel multiplexer of Figure 3a, d = 4 µm. Engineering of 
the multiplexer’s bandpass employs the fact that the grating spectral transfer function is determined by the 
detailed contour spacing and relative reflective amplitude of the diffractive contours as a function of 
position along the input direction. Specifically, in the limit of weak device reflectivity, the transfer function 
is proportional to the spatial Fourier transform of the amplitude distribution of diffracted light along that 
direction [1]. In the devices of concern here, diffractive contour amplitude and phase apodization is 
achieved via partial contour writing and positional displacements, respectively [4]. Two different, 
amplitude-only adpodization profiles, shown in Figure 3b, and based on the partial-fill method were 
employed in the device of Figure 3a. All gratings with an even (odd) channel number are designed with the 
apodization function used for the λ1- (λ2) channel. All parameters of the access waveguide manifold of the 
device shown in Figure 3a are the same as for the device of Figure 1a.  

Figure 4a depicts the designed spectral transfer function of the eight multiplexer channels. Note the 
improved suppression (> 20dB) of sidelobes immediately adjacent to the main channel passband compared 
to that evident in the designed bandpass of the unapodized four-channel device of Figure 2a. Figure 4b 
gives the measured spectral transfer function of the eight channels of the fabricated device for TE-polarized 
input light. Agreement between measured and designed performance is good except for the unexpectedly 
high side lobes on the long wavelength side of each primary passband. The device average intrinsic 
insertion loss (due to weak reflection) was found to be about -7 dB. The long-wavelength sidelobes in the 
measured multiplexer response are found to arise from a second-order apodization effect, detailed below,  
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that was unaccounted for in the device designs. The second-order effect comprises an effective 
refractive index variation inadvertently introduced by using partial contour fill to effect amplitude 
apodization. Note that the spectral transfer functions of the channels to the very left (λ1) and right (λ8) in 
Figure 4b are seen to exhibit slightly higher insertion losses and broader bandpasses than all other channels 
of the same respective apodization function. This effect was caused by a photolithographic fabrication error 
wherein 10% (20%) of the originally designed length of the  λ1- (λ8) grating was not written.  

In the present multiplexer design, apodization of the reflective amplitude of HBR diffractive contours 
is achieved through partial contour writing [4]. Nominally continuous diffractive contours are written 
fractionally, with the written contour fraction determining the contour’s reflective amplitude. Contour 
writing occurs through etching (and filling with cladding material) of trenches into the core. Variations in 
the written trench fraction due to amplitude apodization lead to differences in waveguide morphology that 
cause variations in the slab waveguide effective refractive index and consequently the Bragg resonance 
condition. Measurements performed on various test grating structures, each having diffractive contours of 
fixed written fraction, show a small and approximately linear variation of effective waveguide refractive 
index with written trench fraction. The fractional effective index difference between a waveguide without a 
grating and one with a Bragg reflector employing fully written, first-order trenches was found to be - 2 × 
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Figure 5. Detail of the passband function for the second multiplexer channel (λ2). 5a, Simulated throughput, 
calculated with constant effective index; 5b, Measured throughput (for TE-polarization); 5c, Simulated throughput, 
calculated with account for apodization-induced effective index changes. 
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10-4 with slab waveguide core thickness d = 4 µm and ~450 nm deep diffractive trenches.  
In Figure 5 we explore the impact of the apodization-induced resonance shifts on the multiplexer 

spectral transfer function. Figure 5a is a blow up of the original design passband function for the second 
multiplexer channel (λ2) calculated with constant effective slab waveguide refractive index. Figure 5b 
shows the detailed measured spectral response for the same channel. Figure 5c shows the passband profile 
simulated including  the effect of measured apodization-induced effective refractive index changes. A 
comparison of Figures 5b and 5c shows that the simulation now clearly reproduces all features of the 
fabricated device. The center wavelengths of the simulations (Figure 5a and 5c) were adjusted to coincide 
with the measured center wavelength (Fig 5b) to facilitate comparison.  

 Lithographically-enabled partial writing (amplitude apodization) and displacement (phase shifts) 
of contours not only makes possible the precise bandpass engineering of multiplexer spectral transfer 
functions but also enables the overlay of planar holograms [1] on the same substrate providing for very 
compact footprint devices. We apply this concept to the design of a 4-channel ~100 GHz channel-spacing 
HBR-based multiplexer with designed flat-top channel passbands. Figure 6a is a top view schematic of an 
overlain HBR device. The device comprises apodized individual-channel HBRs that are staggered along 
the input beam direction but are heavily overlapping as well. Each hologram is realized with a maximum 
written trench fraction of 0.65 which ensures that the aggregate (summed over all holograms) written 
trench fraction at any given position in the multiplexer does not exceed unity significantly (< 1.1). The 
multiplexer is based on a 2-µm thick slab waveguide. Parameters of the input/output waveguide manifold 
are the same as for the device of Figure 1. Figure 6b depicts the apodization profile of the λ1 – channel. 
Negative portions in the apodization function correspond to π phase shifts of the reflected field and were 
realized by spatially offsetting the diffractive contours of the corresponding grating sections by  λ/4 spatial 
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Figure 6. 6a, Schematic top view of  four-channel flat-top HBR-based multiplexer based on overlaid planar 
holograms; 6b, Apodization profile for leftmost  (λ1) multiplexer channel.   
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